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The literature on polyamides was reviewed to determine the nature and extent of information available on these

materials which are commonly used in consumer and industrial applications. This review was limited to aliphatic

polyamides normally called nylon and excludes aromatic polyamides such as Nomex and bicomponent polymers
consisting of nylon and other polymers. The review was further limited to those publications in English through June
1984. Typical pyrolysis products from a broad range of nylons do not appear to differ greatly. Many of the
decomposition products detected in vacuum pyrolysis experiments appear as products of thermal degradation in inert

and air atmospheres. In air, a general reduction in the quantities of heavier hydrocarbons is noted along with an increase
in the production of CO, CO2, H20, NH3, HCN and NO •. The toxicity of the thermal degradation products from

various types of nylon has been evaluated by nine different protocols. Reported LC50 values range from 10.8 m 1- 1 to
61.9 mg 1- I. Dyes apparently do not affect the materials' combustion products toxicity but an increase in the amount of
backcoating on a nylon fabric increases toxicity. Time to death measurements show that volatile products from nylons
are less toxic than those from rayons or cotton, while the blending of wool with nylon greatly increases the toxicity of the
thermal decomposition products. In general, however, the overall toxicity of the thermal degradation products from
nylon do not appear to be greatly different than those from many other polymeric materials. Large-scale test results are
ambiguous, and it is difficult to interpret the results in terms of a single component in a multicomponent system.
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INTRODUCTION

It is generally agreed that the quantity of smoke produced
and its toxicity play an important role in determining the
likelihood of surviving a building fire. Researchers over
the past two decades have become increasingly concerned
with the measurement of toxic effects from burning
materials under a great many combustion conditions.
Recently, many laboratories have attempted to develop
standard laboratory-scale toxicity protocols. In the wake
of this research and testing, much information has been
scattered throughout the technical literature on a great
many materials. In an effort to collect, compare and
systematize this information the fire toxicology group
within the Center for Fire Research at the National
Bureau of Standards conducted a literature review on
several classes of synthetic materials.

In this report the literature on polyamides is reviewed
to determine the nature and extent of information avail

able on these materials which are commonly used in
consumer applications, such as wearing apparel and
interior furnishings, and industrial applications (e.g. belts,
filters and molded components). This review is limited to
aliphatic polyamides normally called nylon and excludes
aromatic polyamides such as Nomex' and bicomponent
polymers consisting of nylon and other polymers. The
review is further limited to those publications in English
through June 1984. A total of 10 databases (Chemical
Abstracts, Environmental Abstracts, Excerptica Medica,
FRIS Library, Medline, NTIS, RAPRA, RTECS, TRIS
and Toxline) were searched for pertinent publications.

The primary purpose of this review was to determine

the possible products of combustion that aliphatic
polyamides would yield under various fire conditions and
to evaluate the toxicity of these products of combustion.
In general, fire investigators, either combustion scientists
or toxicologists, do not specifically identify the exact
formulation of nylon used in their respective studies. This
severely limits the validity of any comparison of results
between different investigators. Differences in experi
mental procedures may be overshadowed by the use of
different nylons. Nevertheless, a range of values can be
obtained that are descriptive of the class of materials
called nylon. This includes thermophysical properties as
well as products of combustion and, therefore, toxicity.

CHEMICAL STRUCTURE AND
THERMOPHYSICAL PROPERTIES

Nylon is a generic name referring to a series of aliphatic
polyamides. These polymers contain the recurring amide
group, -CONH-. The usual method for describing a
particular type of nylon is by attaching a number
designation to the word 'nylon' that represents the
number of carbons in the repeating units of the raw stock.
For example, nylon 6,6 is made from hexamethylene
diamine and adipic acid-each containing six carbons.
There are four methods available for the production of
nylon: (1) hydrolytic polymerization; (2) anionic poly
merization; (3) interfacial polymerization; and (4) solid
state polymerization. Of these, hydrolytic polymerization
is the most common.l Nylons may be formed by either
polycondensation of a diamine and a dibasic acid, as in
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DECOMPOSITION

Table 1. Thermophysical properties of nylons

The thermal decomposition of nylons has been shown to
begin with a primary scission reaction of an
-NH 'CHz-bond followed by a complex series of
secondary reactions.Il.lZ Subsequent intermediate mech
anisms of decomposition depend upon the specific struc
ture of the nylon, but combustion and products do not
differ greatly among the nylons studied. Some reaction
schemes require the presence offree radicals, as in the case
of nylon 6,11 while other schemes require the production
of water which later leads to hydrolysis of polymer
fragments.IZ Strauss and Wall13 studied various nylons
and concluded that decomposition was caused by free
radical formation and random scission. The primary site
for scission was the C-N bond. Conway and Marakl4
postulated that in the pyrolysis of nylon 6,6, substituted
cyclopentanone groups are formed by NH-CO bond
scission and ring closure. Large quantities of carbon
dioxide (COz) and ammonia (NH3) would be expected
along with n-hexylamine. These were detected by chemi
cal ionization mass spectrometry when nylon 6,6 was

the case of nylon 6,6, or polymerization of a caprolactam
or amino acid, as in the case of nylon 6. Nylons can be
formed into fibers, films or cast into molded end products
which are either reinforced or unreinforced.

The thermophysical properties of nylons can vary

depending on formulation. Table Isummarizes the range
of values found during this review. Nylons have a melting
point that ranges from approximately 172° to 260°C. 1.2

Nylon 12 had the lowest melting point temperature, while
nylon 6,6 had the highest reported value. Nylon 6 was
found to be in the 215-20°C range.z Ignition temperatures
were also found to vary from 421 ° to 590°C for flash
ignition3-5.6.8 and from 424° to 532°C for self-ignition.4,8
These values also varied according to nylon type. Nylon
6,6 had the highest values, while nylon 6 had mid-range
values. The lowest values were reported for a set of
undefined nylons.

Jellinek6 determined that the thermal decomposition
activation energy for nylon 6,6 was 223 kJ mole - 1. Rear
don and Baker 7 reported a value of approximately
180 kJ mole - 1 for nylon 6.

Hilado8 reported Oxygen Index values for various
nylons ranging from 20.1 to 28.7. The higher values
represented undefined nylons that may contain flame
retardant compounds.

,

0.00
4.56
0.18
0.05

<0.10

0.11
3.50
0.40
138
1.67

Weight (%) of original specimen

Nylon 6 Nylon 6.10

Carbon monoxide
Carbon dioxide
Hydrocarbons
Cyclopentanone
Water

Product

pyrolyzed directly into the ion source of a mass spec
trometer (MS).

The experimental work on thermal reactions of this
type has been done either in vacuum or in inert gas
atmospheres. This research has been aimed at deducing
the chemical mechanisms and energies involved in each
reaction step. Studies under normal atmospheric con
ditions of 21% oxygen (Oz) are limited to describing the
nature of the combustion products.

In the next few sections of this report we will describe
the gaseous products that evolved during thermal decom
position in each of three environments-vacuum, inert
atmospheres and air. While it may not appear relevant to
the real fire situation to review work done under oxygen

free conditions, it must be realized that studies such as
these provide information about the effects of well
controlled conditions on the nature and amounts of

volatile products of thermal decomposition. As will be
seen, some of these volatile products survive the passage
through or past the flame and appear ultimately as
products of incomplete combustion during atmospheric
burning of the polymer.

Achhammer et a/.1Z used a mass spectrometer to analyze
the gases generated when nylon was heated to 400°C for
30 min in a vacuum. Two nylon copolymer samples were
used. One was a copolymer of nylon 6, 6 and nylon 6 while
the other was a copolymer of nylon 6,6 and nylon 6, 10.
Approximately 5% of the original weight of a sample was
converted to gaseous fractions. Table 2 summarizes these
results. The copolymer of nylon 6, 10 produced no carbon
monoxide (CO) and very little water. This is in contrast to
the nylon 6 results which produced significant amounts of
water and CO. Table 3 is a tab11lation of the hydrocar
bons detected by Achhammer et al. IZ from the copoly
mers of Table 2.

Strauss and Wall13 pyrolyzed various nylon polymers
in a vacuum oven at 400°C for 30 min. Table 4 compares
the pyrolysis products of a nylon 6 and nylon 6,6
copolymer similar to one of the copolymers studied by
Achhammer et a/.lz with the pyrolysis products of two
types of nylon 6,'differing in molecular weight, and a nylon
6, to. For these samples tested, carbon dioxide and water
represented 80-95% of the total volatiles detected. A large
number of simple hydrocarbons was identified. Cyclopen
tanone was only detected with the copolymer.

Peebles and Huffman 15 heated nylon 6,6 at 305°C
under vacuum and found that the major volatiles were
COz, NH3 and HzO. In addition, they also detec
ted cyclopentanone, 2-cyclopentylidinecyclopentanone,

Vacuum pyrolysis

Table 2. Mass spectrometric analysis of gaseous fractions from
the pyrolysis of polyamide copolymers'2

Measured value References

310-80°C 8

20.1-28.7 5,8

421-590°C 3,4,5,6,8
424-532°C 4,8

172-260°C 2,9

31-33MJkg-' 10
180-223 kJ mole -, 6,7

Property

Melting point
Heat of combustion

Activation energy
Ignition temperature

flash ignition
self ignition

Decomposition

temperature

Oxygen Index
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Table 3. Hydrocarbons detected in the pyrolysate of polyamide
copolymersu

Product Nylon 6Nylon 6,10

Benzene

+
Butane

++
Butene

++
Cyclohexene

+
Cyclopentadiene

++
Cyclopentanone

++
Ethane

++
Ethylene

++
n-Hexane

++
Methane

++
Pentadiene

++
Pentane

++
Pentene

++
Propane

++
Propene

++

+ = Detected.

- = Not detected.

into two general categories. Several researchers have

studied the broad range of decomposition products

produced by the thermal degradation of polyamides while
others have concentrated on the parameters affecting the
production of specific chemical species. The chemical
species usually investigated have been NH3, hydrogen
cyanide (HCN) and oxides of nitrogen (NOx) along with
CO, CO2 and water.

General decomposition products Senoo et al.16 used
pyrolysis/gas chromatography with a nitrogen carrier to
analyze the degradation products from a copolymer of
nylon 6 and nylon 6,6. By varying the pyrolysis tempera
ture from 400° to 840°C they were able to determine that
cyclopentanone and e-caprolactam first appeared at
480°C. The production of cyclopentanone was tempera
ture dependent and went through a minimum around
550°C. The low boiling point gases detected were aceto
nitrile, acrylonitrile, benzene, hexamethylenediamine,
pyridine, pyrrole and styrene.

2-cyclopenty1cyclopentanone, hexylamine, hexymethy
leneimine, hexamethylenediamine and 1,2,3,5,6,7
hexahydrodicyclopenta [b, e] pyridine.

Decomposition in inert and air atmospheres

Investigations into the decomposition products of alipha
tic polyamides in inert atmospheres and air can be divided

NylonNylonNylonNylon
Compound

67811

Hydrocarbons·

2.58.22.725.8
Cyclopentanone

-6.5

C,,-nitrile

---14.0

Caprolactam

94.9-13.418.0

C,·lactam

-62.0

C.-Iactam

--68.311.2

C,,-Iactam

---13.1

Others

2.623.315.617.9
Residue (% by weight)

75258080

Hydrocarbons·

33.528.645.231.9
Benzene

-3.81.62.2
Acrylonitrile

--1.82.4
Acetonitrile

-3.82.92.6

Pyrrolidine

--1.8

Cyclopentanone

-9.12.92.3
Cyclohexanone

-3.30.90.9

C,,-nitrile

---9.3

Caprolactam

62.8-5.64.4

C,-Iactam

-17.6

C.-Iactam

-18.02.4

C,,-Iactam

---5.9

Others

3.733.819.335.8

Residue (% by weight)

5008070

Hydrocarbons·

30.940.834.217.6
Benzene

-14.71.21.4
Acrylonitrile

-2.12.4
Acetonitrile

4.63.64.38.9

Pyrrolidine

-1.31.41.9
Cyclopentanone

-4.61.49.0
Pyridine

-2.1

Cyclohexanone

5.10.91.8

C,,-nitrile

----2.7

Caprolactam

59.22.612.37.7

C,·lactam

-4.8

C.-Iactam

--12.32.1
Others

5.319.128.541.5

Residue (% by weight)

006070Temp.

('C)

510

Table 5. Pyrolysis products of four polyamides determined by
gas chromatography/mass spectrometry"

Peak are (%)

610

770

·Hydrocarbons with five carbons or less.

6.1

13.3

100.0

1 to 2

0.1 0.3
0.1

0.1
5.8

0.1-0.3
0.7

0.4
0.2

0.1
0.2

0.1
0.1

0.10.1
0.2- 100.0
100.0

5

10

Nylon 6, m.w.
.

Nylon
30,000

60,0006,10

(mol%)

(mol%)(mol%)

55.8
59.464.3

35.4
35.616.3

0.4
0.3

0.20.10.4
0.7-
-

0.2
0,4

0.2
0.6

0.3
0.5

0.3
0.2

0.5
0.2

0.2
0.1

0.1
5.8
0.1

0.2

0.4
0.1
0.1

5

43.7
47.8

0.4
0.3

100.0

Compounds

Table 4. Mass spectrometric analysis of l'olatile fractions from
the pyrolysis of l'arious polyamides13

Mixture

nylon
6 and 6,6

(mol%)

CO2

H20

Ethylene
Ethane

Propadiene
Propylene
Propane
Butadiene
Butene
Butane

Isoprene
Cyclopentene
Cyclopentanone
Pentadiene
Pentene
Pentane
Benzene

Cyclohexene
Hexadiene
Hexene
Hexane
Toluene

Dimethylbenzene
Heptadiene

Total

Fraction of pyrolyzed
material (%)

·Molecular weight.
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Table 6. Thermo-oxidation products of four polyamides deter
mined by gas chromatography/mass spectrometryl7

Peakarea (%)

Identified substance Nylon 6 Nylon 7 Nylon 8 Nylon 11

Specific gas species Since nylon contains nitrogen in its
chemical structure some researchers have directed their
efforts at measuring nitrogen-containing gaseous species
produced during thermal decomposition. In general,

Michal et al. 1 7 used Curie point heating to decompose
four polyamides cast on ferromagnetic wires. They analy
zed the decomposition products produced at three
temperatures-510°, 610° and 770°C-using a gas
chromatography/mass spectrometry (GC/MS) system
(Table 5). They did not analyze for CO, CO2 or water but
concentrated on characterizing hydrocarbons with a
carbon chain of greater than five. They found that the
production of nitrile compounds depended on both the
temperature and formulation of the polyamide. Nylon 11
produced nitrile compounds at all three temperatures.
The first nitrile compound produced by nylon 6 was

acetonitrile at no°e. As the carbon length of nylon was

decreased, higher temperatures were required to produce
nitrile compounds.

Michal et al. 1 7 continued their investigations into the

decomposition of these materials by conducting thermo
gravimetric analysis (TGA) experiments with laboratory
air flowing through the system. The samples were heated
at 15°C min - lover the temperature range of 200-700°C.
Initial sample weight was 5 mg. The analysis of the

combustion products was conducted by GC/MS. Table 6
is a list of the combustion products reported for all four
polyamides. In comparing the results of Tables 5 and 6 it
should be noted that, under conditions of nitrogen
pyrolysis, nylons 7,8 and II produced cyclopentanone
when heated above 600°C while nylon 6 did not produce
any cyclopentanone at any temperature. However, in an
air environment, nylon 6 produced cyclopentanone while
the other polymers did not.

Dufour18 cites the unpublished work of Hobbs and
Patten who used Vycor combustion tubes heated in a tube
furnace to 800°C. 'Free burning' test were conducted
with laboratory air (20.9% O2) while smoldering tests
employed a mixture of nitrogen and oxygen (11.7% O2),

While the specific type of nylon was not defined, Table 7
indicates that as the oxygen concentration increased, the
production of CO 2 increased and the production of other
gas constituents decreased. They did not measure the
production of H20 or NO" which would be expected to
increase with increasing oxygen.

Using similar equipment, Hartstein and Forshey19
determined the combustion products of nylon 6, while
Christos et at.20 evaluated the combustion products of
nylon 6,6. They decomposed these polymers in air at
370°C and measured the components of the effiuent gas
stream using a TGE apparatus coupled to a GC/MS
system (Table 8). Both polymers produced similar
gas constituents but at different concentrations. The
nylon 6 results reported by Hartstein are consistent with
the nylon 6 results of Michal et at. 17 as shown in
Table 6.

Morimoto et at.ll decomposed 0.1 g samples of nylon
6,6 in a cup furnace at 700°C with an airflow of either
501 h - I or 100 I h - 1 (Table 9). In addition, the data
tabulated in Table 9 were determined by infrared spectro
photometry. Increasing the airflow rate increased the
concentration of all of the decomposition products. They
found that during flaming combustion, 69% of the
nitrogen contained in the polymer was converted to N2•

Small amounts of NO and N02 were also detected
0.3mgg-1 and 0.07mgg-1, respectively. However, they
did not specify the flow conditions under which the NOx
measurements were made.

Butane + butene
Diazomethane + diazoethane
Butadiene

Methylbutane + methyl

butylene
Pentene-1

Pentane

Cyclopentadiene

Methylbutadiene

Pentadiene

Cyclopentene
Hexene

Hexane

Methylcyclopentene
Hexadiene

Trichloromethane

Methylcyclopentane

Benzene + n-methyl

pyridine

Cyclohexene

Heptene
Heptane

Heptadiene
Cyclopentanone
Toluene

Ocetne-pyridine
Octane
Hexenaldoxime-octad iene

Dimethylcyclohexene
Hexanitirle
3-nonadiene

Cyclohexanonoxime
Nonene

Cyclohexanone
Nonane

Methylcyclohexanone
Octatriene

Adiponitrile
Decadiene
Decene

Cyanobenzene

Dimethylpyridine
Pimelonitrile

Nonenylcyanide
Phenol
Cresol
Undecene + undecane

Indoline + caprylic acid

Nonenylcyanide +
nornonenylcyanide

Phenyl butane
Decylnitrile
C.-Benzene
Caprolactam
Undecadennitrile +

undecenitrile

Methylcaprolactam
Not identified

9.3 - 4.0 0.5
2.3

0.3

4.1

8.0 6.1 0.3 0.7
0.5 1.4

2.0
1.2 0.5

0.7

5.3
6.0 - 3.7

0.3 0.4
0.3 0.1
0.6 0.2

19.8
0.5

9.5
1.2 0.9
0.2 0.3 1.9

0.6 0.8
0.3 0.2 0.2

17.8
4.1 1.4 0.1
4.3
1.5 0.9 2.3
0.9

2.9
2.9

1.8
1.2

3.4
29.0 3.5

1.2
3.5
6.2 0.5

3.5
0.9
3.5

1.8 0.3
1.3

27
4.5

1.1
2.0

1.4
1.8

3.8
2.0

1.4
1.4

1.2 23.1 2.8 1.5

1.0
1~

17.2 24.5 43.7 6.3
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'Experimental conditions. Tube furnace, airflow of 500 ml min-'.
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Figure 4. Production of HeN during decomposition of nylon 6.

nitrogen atmospheres. Sumi's results are tabulated in
Table 12.

Using a commercial oven with a 15 in3 cavity, Rigby29
determined that NH3 was the major decomposition
product when nylon 6, nylon 6,6 and nylon 11 were

heated at 250°C in air. The concentrations of NH3

Figure 3. Comparison of HCN and NH3 production from the
decomposition of nylon 6 in a nitrogen atmosphere.
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Table 11. Production of N02 from the thermal degradation of
nylon 6, 6,25

Skidmore and Sewe1l25 repeated the work of Mapper
ley and Sewe1l24 but added NOx measurements. Using
colorimetric detector tubes2 and an airflow rate of

500 ml min - 1 through the tube furnace they found that
NOx (reported as NOz) production decreased as the
temperature increased from 600° to 800°C and then
increased as the temperature increased from 800° to
1000°C (Table 11). At 1000°C they found that consider
ably less NOx (0.94% of the sample weight) was produced
than HCN (11.6% of the sample weight). Approximately
54% of the available nitrogen was converted to HCN
while only 2.3% appeared as NOx'

Sugihara,z6 Sumi and Tsuchiya27 and Morikawa28

employed tube furnaces to thermally degrade nylon 6 over
the temperature range of 400-1000°C in air or in nitrogen
atmospheres. SugiharaZ6 monitored the production of
HCN, CO, NH3 and NOz, while Sumi and Tsuchiya27
monitored HCN, CO and COz. Morikawa was concerned
with the production of NH3 and HCN. All three found
that the production of HCN increased with increasing
temperature in either air or nitrogen atmospheres. Sugi
hara reported that the production of CO in air or in
nitrogen increased with temperature, while Sumi noted
that it was relatively independent of temperature.
Sugihara's data for CO, CN - and NH 3 are summarized in
Figs 1 and 2 while Fig. 3 shows the results of Morikawa's
work comparing the production of HCN and NH3 as a
function of temperature in a nitrogen atmosphere. Fig. 4
shows Morikawa's results for HCN production in air and

Figure 1. The production of specific gases from the decomposition
of nylon 6 in an atmosphere of nitrogen.
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Pure materials Dufourl8 references the unpublished work
of McDermott and Critchfield who measured the amount
of HCN produced by pyrolyzing nylon (type not specified)
in a one liter round bottom flask. They placed a 20 mg
sample of nylon in the flask and heated it with a Terrill
burner for 60 s. When the flask was initially filled with
nitrogen, they measured 280 jlgg-l of HCN. This in
creased to 780 jlg g - 1 in a subsequent experiment when
the flask was filled with air.

Using a Differential Thermal Analysis (DTA)-GCjMS
system, Murata and Takahashi22 were able to determine
that nylon 6, heated at 10°C min - 1 in an air atmosphere,
began producing HCN and NH3 at about 375°C.

Bott et al.23 used a tube furnace to decompose a nylon
sample (type not specified) in air and nitrogen atmosph
eres. With a flow rate of 250 ml min - 1 of air they reported
a temperature of 350°C for the initial evolution of HCN
and NH3' Carbon monoxide also began evolving at this
temperature. The presence of NO. was first detected at
600°C. In a nitrogen atmosphere similar experiments
showed that CO and NH3 were initially liberated at
300°C. At 350°C, HCN was detected, while NO. appeared
at 650°C. Using 1g samples, they reported that the
percentage by weight ofHCN produced by heating nylon
in air and in nitrogen was 0.04% and 0.03%, respectively.
At a fixed temperature of 500°C, they measured the
following gas concentrations:

Concentration in
Air Nitrogen

Gas (ppm) (ppm)
HCN 200 80
CO 1200 600

NH3 20000 10000

Mapperley and SewelJ24 also used a tube furnace to
measure the production of HCN and CO from the
thermal decomposition of nylon 6,6 in either air or

nitrogen atmospheres. With a gas flow of 50 ml min - I
10 mg samples were placed in the furnace. Decomposition
was conducted at fixed temperatures within the range of
700-11 OO°C. Their results indicate that the production of

CO increased with increasing temperature and was higher
for an air atmosphere than for an nitrogen atmosphere at
temperaturesabove900°C(Table 10).The HCN yield was
not significantly affected by the combustion atmosphere
and appeared to have a maximum yield between 900° and
1000°C.

emphasis has been placed on monitoring the production
of HCN, NH3 and NO. to the exclusion of other
combustion products.

15.70
0.86
9.19
0.83
0.03

0.07
TR

0.02
0.01
TR

0.03
TR

TR

TR

TR

TR

TR

TR

0.02
0.48
0.05
0.02

TR

0.02

0.01

26.20

0.07
0.02

73.3

907.0
355.0

6.5
9.8

210.0

TR

0.01

TR

0.01
TR

4.86
0.17
0.01

18.40

89.5

1226.0
304.0

6.4
7.6

32.0

co.
CO
Formaldehyde
HCN and RCN

NH3

Compound

Compound

Table 7. Combustion products of nylons decomposed in differ
ent oxygen concentrationsll

Compound concentration when decomposed in

20.9%0, 11.7%0,
(mgg-') (mgg-')

H20
CO
CO2

NH3
C. and C3 species
C.-C'o
C. species
Benzene
Toluene

C.-benzene
Methanol
Ethanol

C.-Alcohols
Acetaldehyde

C.-Acetaldehyde
C.-Acetaldehyde
Acetone
2-Hexanone

3-Heptanone

Cyclopentanone
3- Methylcyclopentanone

Cycloheptanone

Dimethyloxymethane

p-Dioxane

2-Methyl-1,3-dioxane

Ammonium carbonate

Pyridine

2- Methylpyridine

Residue (%)

Table 8. Combustion products generated by decomposing nylon
6 and nylon 6,6 by TGA in air at 370°CI9.20

Compound concentration

Nylon 6 Nylon 6.6
(mgg-')' (mgg-')'

TR: trace amounts < 0.01 mg 9 - I.
'Reference 19.
bReference 20.

Table 9. Analysis of cup furnace flaming decomposition of nylon
6,6 in air at two airflow rates21

Concentration at airflow rate of

50Ih-' 50Ih-'
Compound (mgg-') (mgg-')

• CO •
CO

C.H.

CH.
HCN

C2H2

NH3

563
194
82
39

26

7

4

590
205
94
40
31
15
10

Table 10. Production of HCN and CO during flaming degrad
ation of nylon 6, 6 in a tube furnace in an air or nitrogen
atmosphere·24

HCN co
Temperature AirNitrogenAirNitrogen

( C)
(mgg ')(mgg ')(mgg ')(mgg 'j

700

-79-83

800

95104143143

900

110118305270

1000

116105436310

110

7282732455

"Flow rate was 50mlmin-'.
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Table 12. Concentrations of selected products from the thermal
decomposition of nylon 6 in air'

Temperature CO CO, HCN

(OC) (mgg-') (mgg-')

Table 13. HCN production from the thermal degradation of
three nylons in nitrogen or air atmospheresJOHeN concentrations in

Nylon
TemperatureNitrogenAir

designation
(OC)(%)(%)

6,6

6000.080.15
800

1.551.74
1000

6.956.83
1200

10.038.86

11

6000.020.08
800

0.430.81
1000

2.422.68
1200

10.2510.27

12

6000.010.02
800

0.560.98
1000

4.063.84
1200

6.063.73

52

65
79

95

190
232
195
142

64
79
71

76

Material

Nylon 6
Nylon 6,6
Nylon 11

500
600
700
800

produced by the three nylon samples were:

NH3
(ppmjm3 )

2.9

4.3
2.9

Michal30 compared the HCN production of three
nylons when thermally decomposed in a tube furnace
between 600° and 1200°C with air or nitrogen flowing at
50 ml min - 1 (Table 13). He found that, in all three casp-s,
the HCN concentration increased with increasing tem
perature and was independent of combustion atmosph
ere. In general, from 600° to l000°C, nylon 6, 6 produced a
higher concentration of HCN than nylon 11 or nylon 12.
At 1200°C, nylon 11 produced a little more HCN than
nylon 6, 6 or nylon 12.

Composite materials In general, ;;ombustion tube experi
ments are not well suited for the analysis of combustion
products from composite materials; the primary problem
being the testing of representative portions of the com-

posite material. For this reason, several researchers have
adapted the NBS Smoke Chamber65 to generate combus
tion products from a wide range of composite materials.
These combustion products are then analyzed employing
many of the same techniques used in combustion tube
experiments.

One of the earliest attempts at characterizing combus
tion products produced by composite materials in the
NBS Smoke Chamber was done by Gross et al.31 They
used colorimetric or gas detector tubes in an effort to
measure the amounts of specific low molecular weight
compounds found in the chamber's atmosphere and
tested a total of 141 aircraft interior materials, eleven of
which contained nylon. A description of the nylon-

Table 14. Concentrations of specific combustion products found during NBS smoke chamber tests of materials
containing nylon31Sample

Sample

weight Gas concentration (ppmg-')I
number

(g) Description ExposureCOHCIHCN Others

3

2.8Modacrylic/nylon/cotton fabric F804015
N

202510
4

2.6Nylon fabric F3000
N

7000
23

50.0Molded nylon F5000. 65NO + NO.=50
N

3002
53

5.9Filled rubber on nylon 6.6 F2301510

fabric backed by glass fiber batt

N9a85
54

4.1Organic filled nylon fabric wig lass F14086
fiber batt

N8017
55

0.9Polyethylene film over nylon fabric F160502
(filled rubber)

N80351
56

0.6Organic filled nylon 6,6 F12093
N

5051
58

2.6Modacrylic/nylon/cotton fabric F804015
N

202510
75

3.9Cattani nylon -trace polyester F18005
N

12005
138

1.0Nylon/cotton-50/50 F10004
N

4002

156

1.3PVF on nylon fabric F10000HF=35
N

4000HF=24

F = Flaming exposure.

N = Non-flaming exposure.PVF = Poly(vinyl fluoride) .
•= Gas concentration per unit mass of material.
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Table 15. Comparison of colorimetric detector tubes and instrumental methods for analyzing gases
generated from the thermal decomposition of two flame retarded 90% wool, 10% nylon
upholstery fabrics in the NBS smoke chamberJ2

Sample Analysis Gas concentration (mg 9-1)

# method CO HCI HCN H,S HBr HCHO SO, NO,

70

142

COT 48.708.211.8-033.44.00

IMA

48.0012.118.8T0.36.20.45

GDT

74.3012.910.8-010.24.88

IMA

69.009.215.5T0.43.20.63

COT = Colorimetric detector tubes.
IMA = Instrumental methods of analysis.

T = Trace.

containing materials and concentrations of specific gases
reported in terms of the mass of material tested are
presented in Table 14. It is interesting to note that, except
for two materials, HCN was detected in all samples under
both flaming and non-flaming conditions. Also, in the
majority of samples the flaming condition produced
higher concentrations of CO, HCI and HCN.

In a similar set of experiments, Speital et al. 32 decom
posed composite materials in the flaming mode in an NBS
Smoke Chamber and measured the presence and con
centrations of low-molecular-weight compounds in the
combustion gases. They compared colorimetric detector
tubes with instrumental methods of analysis. Two fire
retarded upholstery fabrics, both containing 90% wool
and 10% nylon, were tested. The results were reported in
terms of mass of gas per mass of consumed material
(Table 15).These findings are in contrast to those of Gross
et al.,31 who reported their results in terms of material
initially placed in the smoke chamber. It can be seen that
no pattern appears. For S02 and N02, the colorimetric
detector tubes greatly overestimate the presence of these
gases in comparison with the instrumental methods, while
the colorimetric detector tubes underestimated the con
centration of H 2S, The data also show inconsistent results
for CO and HCN.

Speital et al.32 also designed and built a combustion
tube furnace capable of holding 250 mg samples. They
heated the previous two wool/nylon samples for 5 min at
600°C with an ambient airflow rate of 21 min - I. The
combustion gases were analyzed by a set of instrumental
methods similar to those previously cited (Table 16).
Comparing Tables 16 and 15 it can be seen that these
combustion tube experiments yielded higher concen
trations of HCN and CO than the NBS Smoke Chamber
tests.

Melvin33 decomposed 1O-30mg samples from three
nylon carpets in an infrared pyrolysis instrument in the
temperature range of 400 to 650°C. Table 17 contains a

Table 16. Comparison of combustion products generated in a
combustion tube furnace from twoflame retarded 90%wool, 10% nylon upholstery fabricsJ2Gas concentration (mgg-1)

Sample #

COHCLHCNH,SHBrHCHOSO,NO,

70

78.2033.813.900.800

142

112.0037.214.2001.50

description of the carpet samples and the test results. The
reported results are normalized to a one square foot of
carpet per cubic meter of air. As expected, the specimen
containing PVC also produced HC!.

While the exact products of decomposition depend on
the specific nylon used, several generalizations can be
made regarding the effects of atmosphere and tempera
ture on the decomposition of these polymers. Vacuum
decomposition of nylons, at 300-400°C, produced large
quantities of CO2 and H20. In some cases, NH3 was
detected in significant amounts. Many of the same
compounds detected under vacuum conditions of decom
position were also produced during heating under inert or
air atmospheres. Several researchers have shown that
HeN, NH3 and NOx were produced during thermal
degradation in both inert and air atmospheres. Due to
heat losses to the furnace walls, the design of some
combustion systems may prevent flaming combustion
from actually occurring, although decomposition had
taken place in an air atmosphere with a sufficiently high
temperature to cause flaming under other experimental
conditions.

TOXICITY

At least nine different protocols have been used to assess
the toxicity of the thermal degradation products of nylon

•

31 513167

197

154

9380

20400

15500

17500

12400

2800

11.8 7.4

16.8 3.1

16.4 4.0

Table 17. Thermal decomposition oftbree nylon carpet samples in an infrared pyrolysis instrumenfl
Gas concentration-

0, CO, CO HC HCHO Hel
Sample description (%) (%) (ppm) (ppm) (ppm) (mg)

40% nylon 11; 60% PVC
w/dioctyl phthalate

35% nylon 6.6; 65% jute w/paper

25% nylon 6; 75% polyisoprene

"Results are normalized to one square foot of carpet per cubic meter of air.
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Table 18. Summary of toxicity protocols
Exposure

Animal

time AnimalCombustion Combustion

No.

Protocol name species(min) Endpointexposuresystemflow system

1

DIN' Rats30 WB/NOTube furnaceVented
2

FAA,·b Rats301.Incapacitation WBTube furnaceRecirculated
2.

Death
3

NASA/USF' Mice301.Incapacitation WBTube furnaceVented/non-vented
2.

Death
4

NBS' Rats301.Incapacitation HDCup furnaceNon-vented
2.

Death
5

Cornish
A

Rats240Death WBTube furnaceNon-vented
B

Rats140Death NOTube furnaceVented
6

McFarland and Long Rats60Death WBRadiant heatersNon-vented
7

Kishitani and Nakamura Mice15Death WBGas tube furnaceVented
8

Kishitani and Yusa Mice15Death weGas tube furnaceVented
9

Wright and Adams 60Death weHot plate +Non-vented

open flame

'Described by Kaplan et a/.34

bAnimals in an exercise wheel during exposure.
we = Whole body exposure
NO = Nose only exposure
HD = Head exposure

materials. These are briefly summarized in Table 18 and
can be divided into two classes. The first class (nos 1-4) of
protocols represent widely recognized procedures for
evaluating combustion product toxicity. These proce
dures were developed for the purpose of providing
information on a broad range of materials. The second
group (nos 5-9) were developed on an ad hoc basis to
evaluate the combustion product toxicity of selected
materials. It appears that the researchers in the second
group did not intend to design a general purpose test
protocol that could be used for material toxicity evalu
ations. Those protocols marked with an asterisk in
Table 18 are described in greater detail by Kaplan et al.34
Additional citations that provide for a more complete
description of each test protocol will be given as each
method is discussed in the following sections.

Toxicologists have developed numerous terms for
describing a material's toxicological potency. Combus
tion toxicologists have used either incapacitation or
lethality endpoints as characteristic indices of a material's
toxicity. These values are reported for a given exposure
concentration as the time to effect or the percentage of
affected animals within a fixed exposure time. In combus
tion experiments the exposure concentration is a measure
of the amount of combustion products present in the
exposure atmosphere based on the material placed in a
combustion apparatus or the fraction actually decom
posed. The biological endpoint most often used by
combustion toxicologists has been that concentration of
combustion products affecting 50% of the exposed
animals. Therefore terms such as LCso,LLso,LAso and
L( Ct) so refer to a lethal amount of combustion products
which affect 50% of the exposed animals.

An LC so is the lethal concentration reported in terms of
mass of material loaded or consumed in the furnace per
unit volume of the exposure chamber (e.g. mgl-1). Some
researchers have misused this nomenclature by assigning
to it units of mass only. In this report, LLso, lethal
loading, is employed to indicate mass (e.g. gm) which has

not been normalized by volume. The LAso, lethal area
(e.g. cm2), is a description of the initial surface area of
exposed sample that produced the combustion atmosph
ere which caused death in 50% of the animals. The
L(Ct)so, whose dimensionality is typically ppm-min, is
determined by calculating the area under the
concentration-time curve generated for a particular gas
during the decomposition of a material.

DIN 53 436 Method

The DIN 53 436 test method was developed in the
Federal Republic of Germany. It provides a steady output
of combustion products and uses a horizontal moving
tube furnace to decompose the sample in a flowing air
stream. 3SThe combustion air stream is diluted with room
air and then introduced into an animal exposure chamber.
The combustion products flow past the animals and are
exhausted out of the system. Material is introduced into
the combustion system based on equal specimen volume
or weight per unit length.

Herpol36 exposed three male and three female rats per
test to the combustion products generated by two carpet
samples composed of 85% wool and 15% nylon and
backed with jute. One carpet sample was treated with
K2ZrF 6' All of the tests were conducted for 30 min with
combustion air flowing at 200 I h -1. Tests were conducted
at 500°,600° and 700°C (Table 19). The treated carpet
sample flamed at all three temperatures, while the non
treated sample did not flame at 500°C but did flame at
600° and 700°C. As the temperature increased above
500°C, CO production decreased for both samples; CO2
production increased for the non-treated sample and
remained relatively constant for the treated sample. This
was as expected, since the treated sample flamed at all
three test temperatures. At a given temperature the mean
respiration frequencies (percentage of normal pre
exposure value) were lower for those animals exposed to
the combustion products from the treated sample than the
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Table 19. DIN toxicity test results of a treated and non-treated 85% wool, 15%nyloncarpet with

a jute backin~ Maximum

MeanMinMean

Temperature

Weight lossCOCO,0,0,respirationb

Sample

(0C)(%)(ppm)(%)(%)(%)(%)

Non-treated

5007720400.820.319.057

600·
891302.817.514.598

700·
864103.217.716.5117

Treated

500·7554703.818.012.529

600·
8812903.817.611.574

700·

9514003.516.915.075

·Flamed.
bpercentage of control value (pre-exposure).

non-treated sample. For those tests that had animal
deaths, (5000e for the non-treated sample and 5000 and
6000e for the treated sample) the mean carboxy
hemoglobin (eOHb) was found to be 37% in those
animals exposed to the decomposition products from the
non-treated sample and 60% and 25%, respectively, from
the treated sample. HerpoP6 found that preliminary
experiments with eo showed that deaths would first
occur when the eo concentration was 4000 ppm, result
ing in eOHb levels of 65%. Except for the treated sample
tested at 500oe, all other values were well below this eo
exposure level and corresponding eOHb levels were
below the critical value of 65%. Therefore, in these
experiments, death can be considerp.d to be caused by the
presence of combustion products in the gas stream in
addition to eo.

FAA toxicity protocol

Crane ei al.3?, at the Federal Aviation Administration
(F AA), have developed a small-animal inhalation toxicity
system in which the system atmosphere is recirculated
between a tube furnace set at 600°C and an animal
exposure chamber. In each experiment three albino rats
are exposed for a maximum of 30 min in a whole-body
mode. The biological endpoints are time to incapacit
ation, as determined by the animals' inability to move in
an exercise wheel, and time to death. The samples tested
were commercially available aircraft interior materials.
Sample mass was fixed at 750 mg, which would be
equivalent to a concentration of 60 mg 1-1 if completely
consumed. Crane et al. reported three sets of time values.
One was the actual time to effect while the other two were

values normalized to a 200 g animal and a sample weight
of 1 g (sample weight was either that charged to the system
or that consumed during the test). Data based on charged
weight were called 'standard' and those based on con
sumed weight were called 'loss' of the 75 materials tested
by erane et al., three contained nylon. Their descriptions
are listed in Table 20 and the test results are presented in
Table 21. Sample 142, a flame retarded wool/nylon
upholstery fabric was th~ most toxic, while sample 89, a
flame retarded PVCjnylon fabric, was the least toxic. In
fact, sample 89 produced no animal deaths during
exposure. Normalizing the data as described above does
not change the toxic order of the materials.

Fewell et al.39 used the same protocol to evaluate the

Table 20. Description of nylon-containing materials evaluated
by FAA toxicity test method37Sample

ThicknessWeight

number

(mm)(kgm-')Description Use

142

0.890.38Flame retarded. Upholstery
90% wool/1 0%

fabric

nylon70

0.940.35Flame retarded. Upholstery
90% wool/1 0%

fabric

nylon89

1.500.89Flame retarded. Fabric

PVC-nylon

Table 21. Incapacitation and lethality results from exposures to
thermal degradation products from nylon-containing
materials decomposed according to the FAA
Protocoe7

Sample MeasuredNormalized chargedNormalized consumed

number
T,T, T;T,T,T,

142

2.856.042.224.702.014.26

70

3.668.272.726.162.365.36

89

14.29-10.70-9.89

Ti = Mean time to incapacitation.
Td = Mean time to death.
- = No response during 30 min exposure.

Measured = Mean of observed values.
Normalized charged = Measured values normalized to a standard

200g animal and 1 g of material based on
amount of material placed in furnace.

Normalized consumed = Same as normc;lized charged except based
on amount of material consumed.

toxicity of a flame retarded treated nylon fabric and found
that the time to incapacitation was 2.89 min and the time
to death was 4.00 min (values were normalized to a 200 g
rat and 1 g of sample). Speith and Trabold38 compared the
results of Fewell et al. with a 90% wool and 10% nylon
upholstery fabric. In both cases the combustion tube
furnace was also set at 600°C and the total exposure time
was 30 min. The first 200 s involved the active decompo
sition of the sample. Reporting their results in terms of a
value normalized to 1g of material per 25 g of animal
body weight, they found that the blended fabric was more
toxic than the 100% nylon (Table 22).
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NASA/USF Toxicity Protocol

'Normalized to 1 g of material and 25 g of animal body weight.
bStandard deviation.

Table 22. Incapacitation and dea~h of animals exposed, to the
thermal degradation of two nylon containing fabrics
tested according to the FAA Protocop9

The NASA/USF Toxicity Protocol was developed for the
National Aeronautical and Space Administration
(NASA) and used extensively by Hilado at the University
of San Francisco (USF). This method exposes four Swiss
Webster male mice to the combustion products developed
in a horizontal tube furnace. The animals are allowed to
move freely in a 4.21 animal exposure chamber. The
exposure chamber is connected to the furnace by a glass
tube. The furnace can be operated at fixed temperatures or
ramped at a rate of 40°C min - 1 from 200° to 800°C.
Movement of the combustion products is due to thermal
expansion except under a modified test protocol using
flow-through conditions when a pump is used to move air
through the system at 31 min -1. Because of the nature of
the apparatus and the use of incapacitation time as the
figure of merit, results from this method are highly
sensitive to the thermal stability of the polymer being
tested.

Young et al.40 used this method to characterize generic
polymers. They ramped the furnace at 40°C min - 1 until
700°C, at which temperature the furnace was maintained
for 30 min. The total exposure time was, therefore,
47.5 min. Specific gases were detected by colorimetric
detector tubes. For a polyamide, they found an LC50 of
32 mg 1- 1 along with a CO concentration of 2000 ppm
and a CN - concentration of 1000 ppm.

Kourtides et al.41 evaluated the combustion product
toxicity of three types of nylons and reported the mean
times to death and the mean times to incapacitation where
the means are calculated from the average values obtained
from at least three tests. They decomposed one gram
samples by ramped heating at 40°C/min. The results are
shown in Table 23. In addition, they determined an
apparent lethal concentration, ALC 50' of 10.75 mg 1-1 for
a 30 min exposure to the decomposition products of nylon
6.

Hilado and H uttlinger42 repeated this work for nylon 6.
They reported a mean time to death of 21.04 ± 2.78 min.

25.40 ± 0.59
25.53 ± 2.87
24.82± 1.82
25.36 ± 1.36
24.72±0.65

Time to death'

(min)

None
Green 25
Green 40
Red 151
Yellow 38

Type of dye

'Mean and standard deviation.

Table 25. Effects of backcoating on the toxicity of a nylon 6,6
fabric45.47.48

Table 24. Effects of acid dyes on the toxicity of a nylon 6,6
fabric45.46

In another report Hilad043 reported CO and CH4
measurements of 5480 ppm and 1970 ppm, respectively,
from the decomposition of this material. Using two
different sources of nylon 6,6 and two different sources of
nylon 6, 10, Hilado and Cumming44 found the following
results for the mean times to death:

Mean time to death (min)
Sample Nylon 6. 6 Nylon 6. ] a
A 18.15 15.48
B 16.20 13.47

They also measured the CO and CO2 concentrations at
the end of each test and found that for nylon 6,6, the CO
concentration was 9300 ppm and 13000 ppm for samples
A and B, respectively. The comparable results for nylon
6,10 were 11 560ppm and 14260ppm. The CO2 results
varied from 3.5% to 4.5%.

Hilado and Huttlinger,45 Hilado et al.,46 Hilado and
Brauer47 and Hilado and Huttlinger48 investigated the
effects of dye and backcoating on the toxicity of the
pyrolysis products of a nylon fabric exposed to ramped
heating of 40°C min -1. The results in Table 24 indicate
that dyes' do not appear to affect the toxicity of nylon.
However, an increase in the amount of backcoating
applied to the nylon fabric decreased the mean times to
death (Table 25).

Table 26 is a tabulation of the mean times to incapaci
tation and times to death for two upholstery fabrics
exposed to seven different combinations of heating and
airflow test conditions. In general, the 100% nylon fabric
appeared to be substantially less toxic than the 86%
wool/14% nylon fabric.

Hilado and Brauer47 and Hilado et al.49 measured the
time to death of mice exposed to the pyrolysis products
from a series of nylon-containing fabrics decomposed by
ramp heating the materials at 40°C min - 1 without any
forced airflow. The maximum animal exposure time was
30 min. The calculated mean times to death from replicate
tests ranged from 19.97 ± 0.40 min for a 28% nylon/72%

4.00 ± 0.61
2.59 ± 1.66

Mean time' to

Incapacitation Death

(min) (min)

2.89 ± 0.93b
0.83 ± 0.18

86

35

Loading

(mgg-')Fabric

100% nylon

90% wool/l 0% nylon

Table 23. Mean time to death and incapacitation of animal
exposed to the decomposition products of three nylons
tested according to the NASA/USF Protocol41

Mean time (min) to

Death IncapacitationMaterial

Nylon 6.10
Nylon 6
Nylon 6.6

13.28 ± 1.63'
13.47 ± 1.13
16.34 ± 0.85

11.48 ± 1.59
11.55 ±0.66
14.01 ± 0.13

Backcoating

(%)

o
26

32

35
37
43

Time to death

(min)

18.25 ± 5.63'
16.70 ± 0.06
23.75 ± 7.43
16.34 ± 3.50
13.48. ± 0.72
12.82 ±0.94

'Standard deviation of results of at least three tests. 'Mean and standard deviation.
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Table 26. Effects of various beating conditions on tbe toxicity of tbe pyrolysis products from
upbolstery fabrics containing nylon~

Mean time to

Method
Incapacitation (min)

Nylon Wool/nylon
Death (min)

Nylon Wool/nylon

B
F

G

H
E

I
J

11.84 ± 2.35

3.92 ± 0.11
1.86 ± 0.52
2.79 ± 0.48

11.03 ± 8.82
2.97 ±0.67

2.34±0.60

5.34±0.83
1.36 ± 0.01
1.24 ± 0.13
1.08 ± 0.36
2.79 ± 0.30
1.82 ± 0.25

1.80 ± 0.67

23.75± 7.42
15.03 ± 4.83

5.00±2.94

6.01 ± 2.94
25.13±0.41

7.97 ±2.00
7.77 ± 2.67

8.93± 1.06
3.04±0.57
3.70 ± 2.61
2.55 ± 0.99

10.13 ± 3.91

3.47 t 0.17
8.70 ± 3.39

Method B = 400e min -', 200o-800oe, no forced air flow.
Method E= 600oe, fixed temperature, no forced air flow.
Method F = 800oe, fixed temperature, nQ forced air flow.
Method G = 800oe, fixed temperature, forced air flow 16 ml s-'.
Method H = 800oe, fixed temperature, forced air flow 48ml s-'.
Method I = 600oe, fixed temperature, forced air flow 16 ml s-'.
Method J = 600oe, fixed temperature, forced air flow 48 ml s-'.
Material:

100% nylon (0.40 kg m -2) plus backcoating (0.13 kg m -2)
86% woolj14% nylon (0.43 kg m -2) plus backcoating (0.1 Okg m-2)

Table 27. NASA/USF Toxicity Protocol B results (or a series of nylon containing fabrics47

Sample
designation

278-76
291-76
276-76
244-76
269-76
280-76
214-76
248-76
236-76
274-76
275-76
213-76
279-76

648-75
266-76

265-76
219-76
263-76
238-76
457-76
245-76

NBS 1975# 1

Material description

100% nylon
100% nylon
62% nylon, 38% rayon
57% nylon, 43% rayon
44% nylon, 56% rayon
28% nylon, 72% rayon
100% rayon
100% rayon
33% nylon, 49% rayon, 18% cotton
30% nylon, 3% rayon, 67% cotton
23% nylon, 41 % rayon, 36% cotton
10% nylon, 63% rayon, 27% cotton
2% nylon, 70% rayon, 28% cotton
100% cotton

14% nylon, 37% rayon, 39% cotton, 10% acetate
9% nylon, 57% rayon, 23% cotton, 11% acetate
9% nylon, 43% rayon, 25% cotton, 25% acetate
3% nylon, 11% rayon, 61% cotton, 25% acetate
30% nylon, 41 % rayon, 29% acetate
15% nylon, 54% rayon, 24% cotton, 6% polyester
14% nylon, 86% wool
12% nylon, 88% wool

Time to death'

(min)

18.52 ± 5.63
19.10± 3.34
15.53 ± 0.19
15.74 ± 5.79
12.63 ± 2.82
19.97 ±0.40
12.40 ± 0.15
18.61 ± 3.80
13.28±1.71
15.34±2.26
12.91 ± 1.90
10.92 ±0.66
19.43 ± 2.62
11.91 ± 1.63
14.63 ± 1.36
12.97 ± 1.65
11.37 ±0.35
12.38 ± 0.81
14.63 ±4.57
14.12 ± 2.60
8.93 ± 1.06

10.96 ±4.81

'Mean and standard deviation from replicate tests.

rayon fabric to 8.93 ± 1.06 min for a 14% nylon/86% wool
fabric (Table 27). For reference purposes, the mean time to
death was 11.91 min for a 100% cotton fabric and was
either 12.40 or 18,61 min for a 100% rayon fabric,
depending on the type of rayon. Calculated mean times to
death of animals exposed to the decomposition products
from several 100% nylon fabrics ranged from 18.52 to
19.10min.

Hilado et ai.so reported mean times to death and
incapacitation for another series of nylon blended fabrics
and one nylon plastic (nonfibrous) material (Table 28).
These values are consistent with the other reported values.

The nonfibrous nylon produced results comparable to
that from the 100% nylon material reported in Table 27.
The presence of wool appears to greatly reduce the time to
death. and time to incapacitation.

NBS Toxicity Protocol

The National Bureau of Standards (NBS) Toxicity Proto
col has been described in detail by Levin et ai.66 and
Kaplan et ai.34 The sample is introduced into a cup
furnace set at 25°C above or below the sample's auto-
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Table 28. Mean times to death and incapacitation for some
nylon-containing materials tested according to
NASA/USF Toxicity Protocol B!8

LC50

Sample Underlayment (mg I-I)
82-11-1-1 No 52.4
CT3-1 No 56.2
CT3-1 Yes 45.5
CT3-2 Yes 60-73

Grand et al. believed that the predominant toxic effects
were caused by CO and HCN which were generated in
sufficient quantities to produce the observed toxicities.

ignition temperature. It is a static system in that all of the
combustion products are contained in an exposure cham
ber that provides for the head-only exposures of six male
rats. The exposure lasts for 30 min, at which time the
animals are withdrawn and survivors held for 14 days of
observation. Sample mass is varied in order to determine
an LC50 value based on the amount of material loaded in
the furnace divided by the volume of the exposure
chamber (200 I). Grand et al.64 found that a nylon carpet
with polypropylene primary and secondary backing in the
flaming mode at 460°C had a 30min LC50 value of
73.2 mg 1- 1. The LC 50 values of the non-flaming tests
were indeterminable because of an insufficient number of
fatalities.

Modification to the NBS Toxicity Protocol that re
placed the cup furnace with a pair of radiant quartz
heaters has been developed by Weyerhaeuser CO.67 This
furnace arrangement was capable of delivering up to
75 k W m - 2 to the surface of a sample. Grand et al.64 used
this modified NBS Toxicity Protocol to determine LC50

values for three nylon carpet samples at two different
energy levels. For non-flaming tests, the radiant heaters
were set to deliver 25 kW m - 2 to the sample surface, while
flaming tests involved exposing the sample to an initial
incident energy level of 50 kW m - 2 for 10 min followed by
20 min of exposure at 25 k W m - 2. One of the carpet
samples (82-11-1-1) was evaluated under both non
flaming and flaming conditions. In the non-flaming mode,
the 30 min LC 50value was 76.6 mg 1- I and the LA 50value
was 69.4 cm2. The flaming mode resulted in a 30 min LC50
of 52.4mgl-1 and an LA50 value of 47.5cm2. Two
additional carpet samples were evaluated in the flaming
mode. One sample, CT3-1, was tested with and without an
underlayment. The carpet/underlayment combination
had a 30 min LC 50 value of 45.5 mg I-I while the carpet,
alone, had a 30 min LC 50 value of 56.2 mg 1- 1. Carpet
sample CT3-2 with a rubberized hair pad had a 30min
LC 50 value ranging from 60 mg 1- 2 to 73 mg 1- I. The
30min LC50 results for the flaming mode are summarized
below:

Material

100% nylon fabric

85-90% nylon, wool fabric

52-72% rayon, nylon fabric

57-62% nylon, rayon fabric
100% nylon (plastic)

'Mean and standard deviation.

Time to death

(min)

16.78 ± 3.49'

8.87 ± 1.01
15.60 ± 3.86
15.62 ± 0.15
14.36 ± 1.71

Time to

incapacitation

(min)

12.01 ± 1.74'
5.68± 1.06

10.99 ± 3.07
12.18 ± 0.26
12.35 ± 1.44

MISCELLANEOUS

Cornish 51developed two different combustion systems to
evaluate the toxicities of the combustion products from a
series of materials. The first test method consisted of a

static system in which the whole bodies of 15 rats were
placed in a 15001 s.tainless steel exposure chamber along
with a combustion tube furnace. A sample was inserted
into the combustion tube furnace and heated to 700°C for
6-10min. The second system contained a flow-through
combustion tube furnace connected to a Pyrex cylinder
which allowed five rats to be exposed in a nose-only mode.
In the flow-through system the temperature was increased
at either 3°C min - 1or 5°C min - 1to a maximum of 800°C
with a 1.0 I min - I airflow in the furnace. The combustion
effiuent was mixed with 1.0 I min - 1laboratory air prior to
entering the animal exposure chamber. A 4 h exposure
was used in the static system, while in the dynamic system
the animals were exposed to the combustion gases for
140 min. Cornish51 and Cornish et al.52 found that nylon
had an LL50 (exposure plus 7 days) of33 g to 47 g (LC50 of
22 to 33 mg 1-1) in the static system and 2.7 g to 4.3 g
(LC 50of 9 to 15 mg 1- 1)in the dynamic system (Table 29).
No correlation seems to exist between the dynamic and
static exposure.

Using the static system, Cornish et al.52 compared rat
and rabbit responses with the combustion products
generated by degradation of 20 g of a flame retarded and
non-flame retarded nylon 6,6. They found that no rats
died due to either exposure, but one out of four rabbits
died following exposure to the non-fire retarded nylon
6,6. The degradation products of the flame retarded nylon
6,6 produced no rabbit deaths.

Cornish et al.53 conducted a detailed blood analysis of
rats exposed to a flame retarded nylon 6,6. Animals were
exposed to either non-flaming (415°C) or flaming (800°C)
combustion products from 35 g of nylon 6,6 decomposed
in the static system. They measured plasma thiocyanate
levels and found that, under non-flaming conditions,
exposed animals had an average concentration of
54 Jlmol ml-l of thiocyanate as compared with
60 Jl mol ml-l detected in a control group. Under flaming
conditions, the exposed group had 249 Jl mol ml- 1 of
thiocyanate, while the control group had 67 Jl mol ml-l.
In addition, they found in the static system that 30 g or less
produced no deaths but that 50 g or more produced 100%
mortality under flaming decomposition conditions. Com-

Table 29. Comparison of dynamic and static exposures for nylon
materials51•51

StaticDynamicHeating rate
Material

LL •• (g)'LL •• (g)(OCmin-1)

Nylon yarn

474.33
Nylon fabric

432.63
Nylon 6,6

372.75
Nylon 6.6 (FR)

373.25
Nylon knit

333.03

'Amount of material loaded into the furnace necessary to cause 50%
of the animals to die within 4h (static) or 140min (dynamic)
exposure plus 7 day post-exposure observation period.
FR = Flame retarded.
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parable values for the dynamic system were 2.5 g for 0%
mortality and 5.0 g for 100% mortality.

McFarland and Leong54 designed a 300 I steel box that
contained 12 individual animal baskets and a set of three

cone heaters. Flaming combustion was initiated by using
a match ignited by one heater, while non-flaming combus
tion was initiated and sustained by use of all three heaters.
Twelve rats were exposed in the whole-body mode for
60 min. Survivors were kept for two weeks of observation.
They reported the results of tests conducted with
polyurethane foam and a nylon material coated with
polyurethane such that 30% of the total mass was
urethane and 70% was nylon. Non-flaming data were
reported as L(Ct)50 values and were 21oomg-minl-1
and 1900 mg-min 1- 1 fo!" polyurethane foarr. and
polyurethane/nylon, respectively. Histological exami
nations showed that flaming combustion was less toxic
than non-flaming combustion. In the case of non-flaming
polyurethane, death was attributed to acute asphyxia
resulting from occlusion of the upper respiratory tract.
Pulmonary edema appeared to be the cause of death from
the non-flaming polyurethane/nylon.

Kishitani and Nakamma55•56 exposed the whole
bodies of individual mice to the combustion products
generated by heating the test polymer in a quartz-glass
tube and monitored animal activity during the exposure.
The quartz-glass tube was heated !:>ya set of gas burners to
one of three temperatures-350°, 500° or 750°C. A
natural draft of about 41 min - 1 caused the smoke to flow

from the combustion system to the exposure system. The
exposure system was a 561 glass chamber containing a
wire cage with a vibration sensor installed in the cage
floor. The time that animals died was determined from the
vibration sensor. Surviving animals were observed for a
post-exposure period of one week. The concentrations of
CO and HCN were measured continuously and HCI was
sampled periodically. Smoke density was also recorded
continuously. Exposures lasted 15min. Table 30 tabu
lates the results of burning nylon 6,6 rods in air. No
deaths were recorded during the exposures conducted at
350° or 500°C. At 750°C, animals died in 2.92-3.67 min,
CO levels were approximately 0.23% and HCN was
417 ppm. Since more CO was generated at the lower

temperatures where no deaths occurred, these deaths
cannot be attributed to CO alone. The high concentration
ofHCN generated at the higher temperature added to CO
is more likely the cause of these deaths.

Kishitani and Yusa57 developed an empirical relation
ship between sample weight of material and the time a set
of mice in freely revolving cages would collapse. Their
apparatus consisted of a combustion system similar to
that of Kishitani and Nakamura 5 S, but exposed five mice
at a time rather than one. The animals were in individual

free-wheeling cages within a 551 glass chamber. The
maximum exposure time was 15 min. During this period
they monitored the number of revolutions of each animal
cage. In experiments where nylon 6,6 rods were decom
posed at 550 and 850°C, they found that the equation

W=kTP

where W = weight of sample (g),
T = collapse time (min),

k, p = computed constants

was a reasonable representation of the data within the
range of 2.5-3.5 min (Table 31). At 550°C, k was found to
be 1.48 and p was - 1.09, while at 850°C, k was 0.68 and p
was - 1.11.

Wright and Adams58 investigated the toxicity of the
combustion products from a series of polymeric materials.
They used two 541 polytetrafluoroethylene-coated stain
less steel chambers, one for a combustion chamber and
the other for an exposure chamber. In the combustion
chamber, samples were heated by a hot plate for a
maximum of 5 min and by an acetylene/air burner 8 cm
above the sample surface for 30 s. The atmosphere was
moved between the two chambers at 200 Imin - 1. Six
animals were exposed per test in a whole-body mode for
5 min. Nylon, under these conditions, was found to have
an LLso of6.8 g or an LCso of61.9 mg 1-1. Under the same
conditions, red oak had an LLso of 11.40 or an LCso g of
103.6mgl-1.

LARGE-SCALE TESTS

Collapse time

(min)

2.63 ± 1.29
3.02±0.35
1.96 ± 0.26
1.48 ± 0.08

3.51 ± 0.36
2.64±0.60
1.86 ± 0.47
1.19 ± 0.17

Semple weight
(g)

0.39
0.40
0.71
1.0
0.15
0.24
0.36
0.58

Several researchers have conducted large-scale fire testing
of furnishings and finishing materials containing nylon
components. These investigators monitored the produc
tion of a number of gaseous combustion products in order

Temperature

(0C)

550

Table 31. Results of animal exposures to nylon 6,6 decompo
sition products produced at 550°C and 850°C57

850
3.9

14.711NO

NO 417

Maximum concentration
HCI HCN Smoke

(%) (ppm) (m-')

NO 43 22.8
NO 49 22.1
NO 42 22.8

CO
(%)

0.7

0.23

0.39
0.32
0.41

5~ 3.8L
3.7

L

3.7
L

1.0

1.0L
1.0

L
1.0

L

1.0

1.02.~
1~

1~
1~

3.W

500

750

350

Table 30. Results of animal exposures to the combustion pro
ducts of nylon 6, 6 decomposed at three differe,lt
temperatures~·56

Heating Specimen Weight Time of
Tempera- weight loss death
ture (0C) (g) (g) (min)

L = Animal survived exposure.
NO = None detected. 'Mean and standard deviation.
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to analytically quantify the toxicity of the combustion
atmosphere. In general, nylon was tested in combination
with other materials. It thus becomes very difficult to
assess the toxic contribution of one material as compared
with another since the overall toxicity is a result of the
total combustion products. However, comparisons be
tween tests that differ in only one or two components can
be made.

Hafer and Yuill59 and Yuill60 conducted a series of
room fire tests that were designed to measure the fire
performance of an innerspring mattress with various
combinations of mattress pads, blankets and pillows. In a
second series of tests the mattress was replaced by a chair
upholstered with different fabrics in each test. The
mattress tests were initiated by a dropped match, while
the chair tests were started with a dropped cigarette.
Carbon monoxide, CO2 and O2 concentrations were
monitored. In all the tests the innerspring mattress had a
rayon ticking and was covered with a cotton sheet. The
effect of changing the mattress pad from a cotton/nylon
one to a cotton/rayon one was examined. Very little
difference was noted between the two match ignition tests
(Table 32). The maximum CO and CO2 concentrations
and minimum O2 concentration as measured at the 5 ft
level in the test chamber (12 ft x 14ft x 8 ft) along with the
time of occurrence of the maximum CO level are tabu
lated in Table 32. The upholstered chairs consisted of
wood frames with urethane foam cushions. One of the
chairs was covered with a nylon upholstery fabric which,
when tested, appeared to yield similar results in com
parison to other materials studied. The acetate covered
chair produced the highest peak concentration of CO; on

the other hand, the nylon and polypropylene covered
chairs caused the lowest oxygen values.

Birky et al.61 reported on large-scale floor covering
tests conducted at the National Bureau of Standards. In
these tests, a burn room and 30 ft corridor were covered
with various floor coverings. In two tests nylon carpets
were evaluated. The concentration of CO, CO2 and O2
were continuously monitored and samples of the combus
tion atmosphere were taken in evacuated bulbs for later
analysis on a gas chromatograph and/or infrared spectro
photometer. The results showed that while CO and CO2
values were relatively constant throughout the two tests,
large quantities of HCN were generated after the corridor
had undergone flashover (Table 33).

Alderson and Breden62 utilized the same facility to
evaluate the importance of a carpet underlayment in fire
growth. In all tests they used a nylon carpet as the primary
floor covering and varied the padding material below the
carpet. Four wood cribs (total of 170 lb) were placed in the
burn room for use as an energy source to induce flame
spread on the carpeting. A carpet runner was extended
from the burn room into the corridor. The section of
carpeting in the burn room ignited 180-240 s into the test.
Table 34 summarizes the results of these tests. In those
tests resulting in flashover, large quantities of HCN only
appeared in post-flashover gas samples. Although flames
spread along the carpet runner and into the corridor, no
HCN was detected in those tests that did not achieve
flashover. The maximum HCN concentration (8000ppm)
and CO concentration (5.5%) occurred with a urethane
pad below the nylon carpet.

Grand et al.64 conducted a series of furnished large-

Table 32. Gas analysis of large-scale tests of innerspring mattresses and upholstered chairs59.60

Gas concentrationsC

Time max.

Test

Furnishing AdditionalIgnitionMax COMax CO,Min 0.2CO

number

Item materialmode(ppm)(%)(%)(min)

17

Mattress'Cotton/nylon padMatch53003.817.763.0

16

Mattress Cotton/rayon padMatch62003.517.749.5

23

Chairb Rayon fabric Cigarette11301.717.6162.0

24

Chair Cotton fabric Cigarette19504.217.694.5

26

Chair Nylon fabric Cigarette18005.015.9166.5

27

Chair Acetate fabric Cigarette37504.117.0170.3

28

Chair Polypropylene fabricCigarette29004.815.4116.3

'Innerspring mattresses with rayon ticking and cotton sheet.
bUpholstered chair with wood frame and urethane foam cushions.
'Gases were measured at the 5 ft level in the center of the testroom (12 x 14 x 8 ft).

Table 33. Large-scale nylon carpet tests using NBS corridor facilities61
Distance

from

Time ofFlashover

Test

floorsamplingtimeCOCO,CH,CzH.CzHzH~N

number

(It)(s)(s)(%)(%)(%)(%)(%)(ppm)

342

82853002150.20.30.06100

8

308 3160.30.70.05200

7

322 3180.40.20.10100

4

338 5161.40.60.50600

348

84504405151.50.60.60Trace

8

570 4180.80.30.402000

7

585 4180.40.30.103000

4

605 3140.20.20.10500
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Table 34. Results of gas analysis for Iarge-scale tests of nylon carpet and various underlayment62

Flashover

Maximum gas concentrations
Test

timeCOCO,CH,CzH.C2H.HCN
number

Underlayment (s)(%)(%)(%)(%)(%)(%)

355

Wood cribs alone NF (600)1.510.20000
356

Carpet alone NF (600)1.211.50000
357

Hair jute NF (300)3.014.50.70.10.20
358

Virgin urethane NF (600)0.53.60000
361

Rebonded urethane 8105.018.31.33.50.60.5
362

Test 361 plus glue 6005.219.21.40.71.10.7
363

Test 358 plus glue 7205.517.81.40.61.10.8
364

Latex 6904.517.00.80.30.60.7
365

Virgin urethane 6305.218.01.81.00.80.8
367

Integral SBR 6904.017.00.80.20.60.4
368

Hair jute 8104.514.51.00.70.60.7

NF = No flashover; value in ( ) are time of maximum CO.

SBR = Styrene butydiene rubber.

Table 35. Results of large-scale tests of a fully furnished burn room connected to a corridor and target
room65

TimeTime ofMean time

Gas concentrations

ofinitialto

Test

CO'CO2-0·HCN'HCI'flamingexposuredeath,no.
Room (%)(%)(%)(ppm)(ppm)(min:s)(min:s)(min:s)

1<

Burn 6.9512.00.433047018:390:0028:52

Targetd
1.765.111.370540 27:3330:30

2<

Burn 6.7610.00.2116059018:410:0036:56

Target'

1.226.415.9130460 29:5037:15

3f

Burn 7.0714.20.21160117018:550:0037:53

Target'

1.132.614.5140430 30:4837:10

4f

Burn 6.2913.40.2152028019:010:0034:37

Target'

1.174.513.9150520 28:4934:44

'Maximum concentration.

bMinimum concentration.<No carpeting.dBegan with a 12 in target room door opening.'Began with a 1 in target room door opening.fNylon carpet with underlayment.

scale fire tests in a burn room/corridor/target room
configuration. The overall test design consisted of a
12ft x 18ft burn room perpendicular to the closed end of
a 45 ft corridor, with an 8 ft x 12ft target room located
16ft from the burn room. Of the four tests performed in
this facility, two included carpeting (sample # CT3-2; also
discussed above) and an underlayment. The burn room
was. furnished to duplicate a 'typical' hotel room and
included a dresser, desk, desk chair, table, two upholstered
chairs, a sofa, two night stands and a queen-size bed with
all bedding. In addition to analytical measurements of
temperature, gases (CO, CO2, 02' HCN and HCI), and
smoke density, rats were exposed in a head-only
position to the combustion products collected in the
target room.

Two groups of animals were used in each test. One
group of seven animals was exposed to the combustion
products beginning with the initiation of the fire test,
while a second group of fiveanimals were inserted into the
target room wall when the target room door was closed.
Time to death was noted for each exposure group.

Each test began with the smoldering ignition of an
upholstered chair that was in contact with the sofa.
Smoldering combustion continued until the chair burst
into flames. Fire growth continued until flashover occur
red (tests 2-4). In tests 3and 4, the carpet became involved
prior to flashover. The door to the target room was open
1in at the start of tests 2-4 and 12in for test 1. Five
minutes after a thermocouple at the 7 ft level in the burn
room indicated 1200°F, the target room door was closed.
Table 35 summarizes the maximum or minimum gas
values for the burn room and target room as well as the
mean time to death for each group of animals. With the
exception oftest 1,which began with a larger target room
door opening, the presence or absence of carpeting had
little effect on the mean time to death of either group of
animals; Although test 1 shows shorter times to death, the
values of the measured gases in the target room were not
significantly different from the other tests with the excep
tion of the minimum oxygen and maximum HCN con
centrations. Grand et ai. noted that HCl or HCN were not
detected until flaming was noted in the burn room.



NYLONS: A REVIEW OF THE LITERATURE 87

CONCLUSIONS

Typical pyrolysis products from a broad range of nylons
do not appear to differ greatly in their nature. Many of the
decomposition products detected in vacuum pyrolysis
experiments appear as products of thermal degradation in
inert and air atmospheres. There is a general reduction in
the quantities of heavier hydrocarbons and an increase in

the production of CO and CO2 as the temperature or the
oxygen content of the atmosphere are increased. The
predominant gaseous products of decomposition in an air
atmosphere were identified as: CO, CO2, H20, NH3,
HCN and NO •. Many other volatile products were
identified and are tabulated in this review.

The toxicity of the thermal degradation products from
various types of nylon have been evaluated by nine
different protocols. Reported LC50 values ranged from
10.75 mg 1-1 to 61.9 mg ,-1.58 This variation is attributed
to differences in nylon formulations used by various
researchers as well as variations in test protocols.
Dyes45 - 7 apparently did not affect the material's com
bustion product toxicity as indicated by the exposure time
necessary to cause death, but an increase in the amount of
backcoating47.48 on a nylon fabric decreased the time
needed to produce death. Time to death measurements
showed that the volatile products from nylon are less toxic
than those from rayon or cotton, while the blending of
wool to nylon greatly increased the toxicity of the

thermal decomposition products. In general, however, the
overall toxicity of the thermal degradation products from
nylon do not appear to be greatly different than those
from many other polymeric materials.

As expected, the role of nylon in the reported large-scale
tests was ambiguous and difficult to interpret since the
nylon was a single component in a multicomponent
system. Two large-scale test programs indicated that the
generation of HeN in toxicologically significant quanti
ties was limited to post-flashover conditions.61.62 A third

set of tests64 also showed that the presence of flaming
conditions was required to produce HCN.
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